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SUPPLEMENT

Anisia G. Kazhenkina, Zinaida S. Nikiforova
Prediction of possible primary sources of gold-platinoid mineralization within the Lena-Viluy interfluve
(East Siberian platform)
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Fig. 1. Diagram of geological structure of the Lena-Viluy syneclise. 1 - Jurassic deposits, J; 2 — Cretaceous
deposits, C; 3 - Neogene deposits, N; 4 — Quaternary deposits, Q; 5 — Locations of placer gold sampling; 6
- Locations of placer gold sampling with identified Au-Pt mineralization.
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Processing option : All elements analysed

Sp. BknoueHue o Al Si K | Total
1 Opmokna3s 4585 9.79/31.4713.88100.99

All results in weight, %

Processing option : All elements analysed
Sp.| Bkmouenne O Ti Fe W | Total
1 | Pymun TiO2 | 38.77 | 53.50| 2.67|5.05 | 99.99

] ) All results in weight, %
Processing option : All elements analysed

Sp. BkntoueHune @) -Mg Ti Fe |Total
1 l'emamum Fe203 | 30.59 |1.50 6.4160.9499.44

All results in weight, %

Processing option : All elements analysed

Sp. BkntodeHune O | Ti | Mn Fe | Total
1 UnemeHum FeTiO338.2436.56/ 2.52 27.66/104.98

All results in weight, %

Processing option : All elements analysed

Sp. Bkmwouenve| S | Fe @ Total
1 (’lupum FeS2| 37.6261.28 98.90

All results in weight, %

Processing option : All elements analysed

Sp. BkntoyeHune S | Fe Cu | Total
1 Xanbkonupum CuFeS2 31.3326.9731.20 89.49

All results in weight, %

’}R) ; Processing option : All elements analysed
Sp.  BknwoueHue S Pb | Total
1 ranenum PbS ' 13.64 86.59100.23

All results in weight, %

Processing option : All elements analysed
Sp, Bkmiowene O |Al  Si Ti | Cr| Pt Au Total

1 %gg;lﬂ;teﬁﬁﬂ 25.85(2.92 5.82 1 3.15 11.59[10.03 17.72 77.08

All results in compound, %

Fig. 2. Micromineral inclusions in placer gold.
a - 3 — samples of gold and the chemical composition of microinclusions (shown as 1) in them (%).
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Fig. 3. Inner structure of placer gold: a, b — recrystallized structures;
¢, d - structures of plastic deformations.
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